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Figure S1. Wavenumber shift around 540 cm-1and 640 cm-1 with different K-feldspar types. The wavenumber values of five orthoclase samples and five microcline 
samples were averaged respectively. The vertical bars represent errors. If no bar is given, then the error is contained within the area of the symbol. 
 
 


